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Summary

Objective: To determine the material properties of articular cartilage in the Hartley guinea pig model of spontaneous osteoarthritis.

Methods: Cartilage-bone samples from the medial femoral condyle and tibial plateau of 12 month-old guinea pig knees were subjected to
osmotic loading. Site-matched swelling strains and fixed charge density values were used in a triphasic theoretical model for cartilage
swelling to determine the modulus of the cartilage solid matrix. The degree of cartilage degeneration was assessed in adjacent tissue
sections using a semi-quantitative histological grading scheme.

Results: Decreased values for both moduli and surface zone fixed charge density were associated with increasing grades of cartilage
degeneration. Decreases in moduli reflect damage to the collagen matrix, which give rise to greater swelling strains.

Conclusion: Histological evidence of cartilage degeneration was associated with impaired cartilage mechanics in the aging Hartley guinea
pig.
© 2004 OsteoArthritis Research Society International. Published by Elsevier Ltd. All rights reserved.

The Hartley guinea pig develops osteoarthritis (OA)
naturally and displays progressive degenerative changes
that closely resemble the development of OA in humans. In
this model of OA, degenerative changes begin to develop
on the medial tibial plateau as early as 3 months of age and
progress to a moderate or severe stage by 12 months1–4.
The histological and biochemical features of OA observed
in this animal model that are similar to those seen in
the human include hypocellularity, proteoglycan loss,
surface fibrillation, osteophyte formation, and expression
of collagenases in degrading cartilage2,3,5–8. Thus, the
Hartley guinea pig is an attractive animal model with
relevance to cartilage degeneration in humans. Although
histological and biochemical features of OA have been well
documented in this animal model, to date no information is
available on corresponding changes in the mechanical
properties of guinea pig cartilage with degeneration.

Previous studies of human articular cartilage and of
experimental models of OA have shown that the tensile
stiffness, as well as the shear moduli, decreases in tissue
that is fibrillated or osteoarthritic9–17. The decrease in
material stiffness with degeneration is believed to be
related to a ‘weakening’ of the collagen fibrillar network,
which may affect the cartilage contribution to load support
and distribution during joint loading and motion. While
measures of cartilage mechanics have not been obtained
for the guinea pig, the increased surface fibrillation2 and
collagenase expression demonstrated in this guinea pig

model of OA8 suggest that corresponding decreases in
tensile stiffness may occur for guinea pig cartilage.

Mechanical testing in small animal joints, including the
guinea pig, poses difficulties with preparing and gripping
small cartilage test specimens, where cartilage thickness is
typically less than 500 microns. Thus, few mechanical
studies have been performed previously on cartilage from
small animal joints. An alternative to conventional material
testing methods is offered by osmotic loading. Osmotic
loading exploits the intrinsic swelling propensity of cartilage
and has been shown to be useful for quantifying stiffness of
the cartilage matrix18,19. Swelling effects in cartilage arise
from the presence of negatively-charged glycosaminogly-
cans, which generate a large interstitial osmotic pressure
that is restrained by elastic forces in the collagen net-
work20,21. Thus, the amount of cartilage swelling in an
osmotically active solution reflects a balance between the
interstitial swelling pressure and the mechanical integrity, or
stiffness, of the cartilage matrix.

Previously, we developed a method to quantify the mech-
anical properties of human and canine knee articular carti-
lage from the swelling behavior in osmotically active
solution. The cartilage matrix uniaxial modulus was deter-
mined from experimental measures of swelling strain using
a triphasic theoretical formulation of cartilage in the free-
swelling configuration22. Using this technique, moduli were
found to compare well with tensile moduli of site-matched
tissue determined in a conventional simple tension test22.
We recently modified the osmotic loading method to quan-
tify cartilage mechanics in the guinea pig knee23. Values for
the moduli of non-degenerate guinea pig cartilage com-
pared favorably with those of non-degenerate human and
canine cartilages22–24.
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In this study, we used osmotic loading to quantify carti-
lage mechanics in the knees of 12 month-old Hartley
guinea pigs with established histological OA. We hypoth-
esized that histological evidence of cartilage damage in the
joints of the skeletally mature Hartley guinea pig is associ-
ated with decreases in the uniaxial modulus, reflecting a
decrease in tensile stiffness of the cartilage solid matrix.
Since these guinea pigs undergo spontaneous cartilage
degeneration with age, this study provides useful and novel
information on variability in cartilage function and pathology
in a naturally-occurring degenerative process.

Methods

Twenty-five explant samples (n=5, femur; n=20, tibia) of
cartilage and underlying bone (cartilage-bone) were pre-
pared from the medial compartment of 12 month-old
male Hartley guinea pig knees (Charles River Labs), as
described previously23. All animals were obtained through
a protocol approved by the Institutional Animal Care and
Use Committee. Either the medial femoral condyle or
medial tibial plateau was obtained from each animal and
sectioned transverse to the cartilage-bone interface to
obtain flat, 0.75 mm thick, planar sections of cartilage-
bone (Fig. 1). The central third of each compartment was
used for strain analysis, semi-quantitative histochemical
analysis, and histological grading.

For free-swelling tests, nuclei of cartilage and bone cells
were fluorescently labeled and visualized using confocal
laser scanning microscopy as described previously23. The
bone nuclei served as fixed markers, while cartilage nuclei
served as strain markers. Since swelling effects in cartilage
are negligible at hypertonic ion concentrations due to the
shielding of negatively charged proteoglycans21,25, a zero
stress-strain reference configuration was chosen at 2 M
NaCl. Samples were equilibrated in the hypertonic refer-
ence solution for 1 h. High resolution planar images of the
cartilage-bone sample were obtained as a reference image
(Fig. 2). Samples were then equilibrated in a hypotonic
solution (0.015 M NaCl) for 1 h, and corresponding images
of the swollen state were recorded.

Image analysis was performed to calculate the swelling-
induced strain throughout the cartilage layer, as described
previously19,23. Briefly, triads of cartilage markers were

defined, and the spatially varying, two-dimensional com-
ponents of Lagrangian strain Eij (i,j=r,�) were calculated
for each triad from images recorded at the swollen state,
with respect to the hypertonic reference state (Fig. 2).
Corresponding components of infinitesimal strain were
calculated from the measured swelling strains, and the
principal swelling strains were calculated for use in the
theoretical model.

Theoretical predictions of the swelling strain in cartilage
depend upon the proteoglycan-associated fixed charge
density of the tissue. A semi-quantitative histochemical
technique was used to determine the non-uniform fixed
charge density of the cartilage matrix from the red intensity
of safranin O, a stain shown to correlate highly with fixed
charge density26. For our calibration procedure in this
study, human patellar cartilage samples (n=48) were used
to correlate biochemical measures of fixed charge density
with red intensity of safranin O stain using methods
described previously23. All samples were routinely pre-
pared for histology, sectioned to a thickness of 5 µm, and
stained with safranin O27. High resolution RGB images of
the histological sections were obtained using a slide scan-
ner (Polaroid, SprintScan 35 Plus, 2700 dpi resolution) with
the same settings used for all image acquisitions. The
intensity of safranin O (red content) was determined
throughout the depth of the cartilage layer from the digitized
images pixel-by-pixel23, based on a modification of
methods developed by Martin et al28. Red intensity values,
Rc, for human cartilage were plotted against measured
fixed charge density (c0

F) in site-matched samples23, and a
single exponential term was numerically fit to the data to
obtain calibration constants, A and B, from the equation,
c0

F=A(exp(B*Rc)−1) mEq/ml tissue water. Fitted values
yielded a high correlation between biochemical data and
digitized image data (Fig. 3, A=0.00269 mEq/ml tissue
water, B=0.0821; r=0.87). This equation and calibration
constants were then used to convert red intensity values
(Rc) for guinea pig cartilage, stained with safranin O and
analyzed as described above, to reference fixed charge
density (c0

F) as a function of depth. The depth-dependent
fixed charge density values obtained for each guinea pig
sample were grouped by zone to correspond to the surface
(upper 25%), middle (33–75%), and deep zones (lower
33%) of articular cartilage. In addition, a thickness-
averaged fixed charge density was calculated. Repeated
tests on adjacent samples has shown the precision error in
this technique to be 0.016 mEq/ml tissue water (n=22).

Fig. 1. Schematic of specimen preparation. Cartilage-bone
samples of 0.75 mm thickness were used for strain analysis.
Histology was obtained for semi-quantitative histochemical

analysis.

Fig. 2. A representative image of a guinea pig cartilage-bone
sample from the tibial plateau, showing fluorescently labeled bone
and cartilage nuclei (left); and a plot of strain, ε1, versus normalized

radial position for a representative tibial sample (right).
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To determine the uniaxial modulus, a triphasic model for
cartilage swelling21,24,29 was used to predict the magnitude
and distribution of swelling-induced strains for each
sample. Free-swelling of the cartilage layer was modeled
for equilibration against an external hypotonic bath
(0.015 M NaCl), and the components of infinitesimal strain
due to swelling were predicted relative to the hypertonic
reference configuration (2 M NaCl)22. In this model, the
cartilage solid matrix was assumed to have homogeneous
material properties (i.e. uniaxial modulus) and spatially-
varying fixed charge density, which were obtained using
histochemical analysis as described above. Constant
values for reference water volume fraction (0.8, hypertonic
reference state), thickness to radius of curvature (1:7), and
Poisson’s ratio (0.25)30 were chosen as described pre-
viously23,24. Thus, predictions for swelling-induced strain
reduced to a dependence on one parameter, the uniaxial
modulus. Model predictions for swelling were matched to
experimental measures of the principal swelling strains to
obtain the uniaxial modulus.

For histological grading, sections from each sample
were stained with safranin O/fast green27 and were
independently graded by two blinded investigators to
assess cartilage degeneration in the same region studied in
the swelling test. A modified semi-quantitative grading
scheme was used, based on the work of Mankin and
co-workers and Carlson and co-workers31,32, but adapted
for the guinea pig33. This grading scheme consisted of
gross assessment of the cartilage structure (scale=0–8:
0=normal, smooth cartilage surface; 8=clefts extending
throughout the deep zone) and proteoglycan staining
(scale=0–6: 0=uniform, staining throughout the cartilage;
6=over 50% reduced staining in all three zones)33. Thus,
the minimum score in each category corresponded to
normal cartilage, while the maximum score reflected
severe degeneration. The two scores for each sample were
also added together to obtain a total histological grade
representing chondropathy (scale=0-14). This grading
scheme has been shown to accurately reflect histological
changes in the knee joints of the guinea pig that correlate
significantly to biomarkers of osteoarthritic disease33.

A one-factor analysis of variance (ANOVA) was used
to detect a difference in the uniaxial modulus and

thickness-averaged fixed charge density between femoral
and tibial cartilage. A one-factor ANOVA and Student–
Newman–Keuls (SNK) post-hoc test using repeated
measures were performed to test for a difference in fixed
charge density values among cartilage zones. Non-
parametric methods (Mann–Whitney) were used to com-
pare histological grades of femur and tibia and to calculate
the correlation coefficients (Spearman) for histological
grade against both uniaxial modulus and zonal fixed charge
density. Results at a level of P<0.05 were considered
significant.

Results

Insufficient strain measurements prevented moduli deter-
mination for one tibial sample, and insufficient sample size
for safranin O staining prevented fixed charge density
measurements in two femoral samples. The uniaxial
modulus and thickness-averaged fixed charge density
values were similar for tibial and femoral cartilage with
average values of 10.1±6.7 MPa and 0.106±0.041 mEq/ml
tissue water for all samples (Table 1). The fixed charge
density values were lowest in the surface zone of cartilage
for both the tibia and the femur; however, this finding
was significant only for the tibial cartilage (P<0.05,
SNK: c0

F=0.049±0.036, surface; 0.120±0.049, middle;
0.113±0.040 mEq/ml tissue water, deep).

Cartilage from both the femurs and tibiae of 12 month-old
guinea pig knee joints exhibited varying states of degen-
eration, from very mild degeneration with uniform proteo-
glycan staining and few surface irregularities to severe
degeneration, indicated by substantially reduced staining
and extensive cartilage fibrillation (Fig. 4). The femoral
samples generally showed only mild degeneration, while
most of the tibial samples showed moderate to severe
degeneration. Loss of staining was similar in tibial and
femoral cartilage, while cartilage structural abnormalities
were more severe in the tibia (Fig. 5).

Fig. 3. Non-linear regression of biochemical data for human
cartilage on corresponding digitized image data (Rc) using the
equation, c0

F=A[exp(B*Rc)−1] mEq/ml tissue water (A=0.00269,
B=0.0821; r2=0.75).

Table 1
Uniaxial modulus and thickness-averaged fixed charge density

(c0
F) for femoral and tibial cartilage

Uniaxial modulus (MPa) C0
F (mEq/ml water)

Femoral condyle 10.2±4.4, n=3 0.093±0.032, n=3
Tibial plateau 10.1±7.1, n=19 0.101±0.040, n=20

Fig. 4. Histological images (10×) showing varying states of carti-
lage degeneration. A femoral section (left) shows mild cartilage
degeneration, characterized by dark, uniform staining and mild
surface irregularities, while a tibial section (right) shows severe
cartilage degeneration, characterized by substantially reduced

staining and extensive cartilage fibrillation.
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There was evidence of a moderate correlation between
total histological grade and the uniaxial modulus for all
samples (r=−0.57, P<0.01). With increasing histological
grade of cartilage degeneration, the value for the uniaxial
modulus decreased (Fig. 6). Looking at femur and tibia
independently, this correlation was significant in the tibia
(r=−0.53, P=0.03), but not in the femur (r=−0.90, P=0.16),
although the trend was similar. There was also a significant
and negative correlation between total histological grade
and surface zone fixed charge density (r=−0.65, P=0.002)
for all samples. Looking at femur and tibia separately, this
correlation was only significant in the tibia (r=0.53, P=0.02).

Discussion

In this study, the material properties of Hartley guinea pig
cartilage were quantified using an osmotic loading method
to evaluate changes in cartilage mechanics associated
with the natural development of OA in this animal model.

Osteoarthritic changes were more severe in the tibia than
the femur, which is entirely consistent with previous studies
showing that the medial tibial plateau is the site of OA
initiation in the Hartley guinea pig model1–4. Variability in
the extent and location of cartilage degeneration clearly
contributed to the variability seen in the values of material
properties for guinea pig cartilage. Nevertheless, moduli
values obtained here with the osmotic loading method are
similar to those previously reported for human and canine
cartilages, determined either in simple tension10–12,16 or
with osmotic loading22,24. Importantly, decreases in
material moduli were observed with increasing grades of
degeneration, exhibiting a pattern that is well-established
for human OA cartilage10,34,35. Decreases in the material
moduli likely reflect damage to the collagen matrix, result-
ing in greater swelling strains and more compliant tissue.
The noted association of cartilage moduli with degenerative
grade demonstrates that this osmotic loading method can
provide a way to detect changes in cartilage matrix integrity
with cartilage damage and OA in small animal joints such
as the guinea pig.

Mechanical testing of cartilage in the guinea pig is
complicated by the small quantities of available tissue.
Recently, investigators have developed methods to evalu-
ate the compressive behavior of cartilage in small animal
joints, such as rats30 and mice36 using an in situ indenta-
tion test. The material properties obtained for rat cartilage
were shown to be consistent with those of larger animal
joints. The mechanical behaviors of cartilage in com-
pression, however, are believed to depend largely on the
contents of proteoglycan and water and thus, are not
likely to be sensitive to changes in the collagen molecular
network. Osmotic loading provides a way to determine a
modulus that reflects the tensile properties, as shown in our
previous work comparing uniaxial moduli and tensile
moduli of site-matched tissues22. The advantages of
osmotic loading include an ability to leave the cartilage on
the subchondral bone and the absence of grips or platens
to clamp the sample, which makes this technique particu-
larly useful for studying cartilage mechanics when sample
size is limiting, such as in rodent model systems. Use of the
osmotic loading method depends on knowledge of the fixed
charge density, however, which is challenging to obtain in
small tissue samples using biochemical assays. Thus, it
was necessary to develop a quantitative histochemical
method to quantify fixed charge density in the guinea pig
samples studied here. The full-thickness values for fixed
charge density obtained here with this new method are
consistent with reported values for other species obtained
using biochemical measures19,22.

In a previous study of human articular cartilage,
increases in histological evidence of OA were coincident
with loss of tensile stiffness at the surface zone and
correlated strongly with depth of the surface zone region22.
These findings provided quantitative support for the
hypothesis that impaired function associated with OA
initiates at the surface zone, which may contribute to the
progression of disease. In the current study of the guinea
pig cartilage, although data were available for zonal varia-
tions in fixed charge density, the thin cartilage layer in the
guinea pig precluded measures of the non-uniform swelling
strain fields essential for determining zonally-varying
material properties. Nevertheless, fixed charge density at
the surface zone of cartilage was found to correlate with the
histological severity of cartilage degeneration. This finding
suggests that the biochemical changes associated with OA
may initiate at the surface zone. Modification of the method

Fig. 5. Proteoglycan staining, structural abnormalities, and total
histological grades are shown for femoral and tibial cartilage.
Cartilage structural abnormalities were significantly greater in the

tibia than in the femur.

Fig. 6. Total histological grade versus uniaxial modulus for tibial
and femoral samples. A negative correlation between histological

grade and uniaxial modulus was detected (r=−0.57, P<0.006).
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to permit determinations of the moduli at the surface and
deep zone will be pursued in future studies, in order to
obtain the information necessary to assess the spatial
progression of OA changes in this model.

In conclusion, this study presents the first available data
for changes in cartilage mechanics in the Hartley guinea
pig model of OA; measures of the material moduli were
obtained using an osmotic loading technique. These
changes are likely associated with significant changes in
cartilage load support and load distribution, consistent
with increased matrix deformations upon loading and
associated deleterious effects that may be involved in the
progression of cartilage degenerative changes in the
Hartley guinea pig. This characterization of material prop-
erties of cartilage in the guinea pig provides additional
support for similarities in the pathogenesis of OA between
this model and the human. Furthermore, these findings
suggest that the osmotic loading method for material prop-
erty determination may be a useful approach for quantifying
cartilage function in small animal joints, such as the guinea
pig, rat and mouse.
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