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Abstract

Numerous commercial products incorporate novel engineered nanomaterials such as gold, silica, zinc oxide, and
fullerenes in complex matrices such as polymer composites, creams, and textiles. Analytical methods for de-
tecting nanomaterials in complex matrices are not well developed. Moreover, nanomaterial content and prop-
erties of these commercial products are typically unknown and protected for proprietary reasons. This study had
two primary aims: detection of C60 within commercial face creams to establish a baseline concentration in these
products (the first time this has been performed) and detection of residual C60 reactivity remaining in the
products aged in water under various light conditions with a view toward environmental exposure assessment.
To achieve these aims, three commercial creams advertised as containing the fullerene nanomaterials were
investigated using a range of analytical techniques. Among the detection methods tested, only extraction fol-
lowed by high-performance liquid chromatography was able to detect fullerenes in these products. The mea-
sured quantities of C60 in these creams represented <0.005% (w/w) with an unknown yield because total
amounts added to the creams were unknown. Production of reactive oxygen species from these face creams was
measured after aging them in water as well as exposing them to solar spectrum illumination or ultraviolet light,
or storage in the dark. Singlet oxygen generated in the products after 48 h of aging was correlated with the
amounts of C60 extracted from preaged samples, indicating residual photochemical reactivity and pointing
toward the long-term impacts of utilizing these materials in commercial products.
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Introduction

Avariety of commercial products containing novel en-
gineered nanomaterials are being marketed and include

products such as silver-coated fabrics designed to resist mi-
crobes (Tweden et al., 1997; Sachinvala et al., 2007) and ‘‘an-
tiaging’’ face creams with fullerene as an active ingredient to
destroy free radicals (Cosmetic Dermatology, 2009; Naturelle,
2009). Although the environmental impacts of engineered
nanomaterials remain largely unknown (Wiesner et al., 2006),
the introduction of these types of nanomaterial-enabled
products is evolving at a pace that will likely exceed the ability
to assess and regulate these materials. From a life-cycle per-
spective it is essential that data on nanomaterial content of
products be disseminated to the risk assessment community

to estimate exposure to nanomaterials from various sources.
As carbon-based nanomaterials become more prevalent in
commercial products, it is particularly important to under-
stand how to detect the degradation products of these mate-
rials as well as to determine if these products remain as
reactive as the original nanomaterials (Isaacson et al., 2009).
Therefore, the current work considers the use of fullerenes in
cosmetics and the potential toxic effect of reactive oxygen
species (ROS) produced by the cosmetic products after use.

Early reports of fullerene toxicity to both bacterial (Fortner
et al., 2005; Lyon et al., 2006, 2008; Fang et al., 2007; Chae et al.,
2009b) and human cell cultures (Xia et al., 2006; Roberts et al.,
2008) use methodologies and organism specificities that as of
now do not produce a universal indication of what may be the
wide-ranging impacts of these materials. However, Lyon et al.
(2008) have recently put forth a more general toxicity hy-
pothesis pointing to the electron affinity of C60 altering the
electron transport chain at the surface of the cell wall in bac-
teria and therefore disrupting normal cell respiration and
eventually leading to death. Interestingly, this electron affin-
ity of C60 or ‘‘radical sponge fullerene’’ is the same property
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that led to incorporating it into antiaging commercial cream
products.

In addition to toxicity effects in the absence of light, ful-
lerene derivatives and fullerenes can be photoactivated in
aqueous environments to produce ROS such as superoxide
(O2

��) and singlet oxygen (1O2) via type I and type II photo-
sensitization pathways given appropriate suspension condi-
tions (Pickering and Wiesner, 2005; Hotze et al., 2008).
Photosensitized production of ROS does not appear to be
associated with bacterial inactivation (Lyon et al., 2008). ROS
generation by fullerene derivatives, however, has been shown
to impact bacteriophages by inactivating them at much higher
rates than those found for irradiation alone (Badireddy et al.,
2007). As these creams are of proprietary composition, infor-
mation on the C60 content is largely lacking and must be
surmised from measurements of the total amount of detect-
able fullerene present in the products. Measurements of ROS
generation by dispersed creams might also provide informa-
tion on C60 content, although interferences with other mate-
rials present in the creams (e.g., antioxidants or surfactants)
and the aggregation state of C60 may reduce ROS generation
and therefore conceal or obscure the presence of C60. Finally,
changes in C60 properties over time due to aging of the ma-
terial might also affect ROS generation, transport properties,
and impacts on organisms.

This study has two primary aims: detection of fullerene
within commercial face creams to establish for the first time a
baseline concentration in these products and to quantify re-
sidual fullerene reactivity remaining in the products aged in
water under various conditions of illumination. Both of these
aims were performed with a broader view toward the envi-
ronmental exposure assessment of the use of nanomaterials in
commercial products. Quantitative measurements of fuller-
ene in commercial products and various environmental
samples are not fully developed even though some previous
studies have reported measurement of C60 in biological and
geological samples (Moussa et al., 1997; Jehlicka et al., 2005;
Isaacson et al., 2009), as well as aqueous matrices (Bouchard
and Ma, 2008; Chen et al., 2008). Extraction of C60 essentially
involves organic solvent (e.g., toluene) followed by chro-
matographic separation and appropriate detection method.
Of the detection methods attempted, mass spectrometry
achieves the lowest detection limit, but with the highest costs
and lowest operating efficiency. Alternatively, ultraviolet
(UV) spectroscopy offers a cheaper and more efficient alter-
native with an acceptable detection limit (Bouchard and
Ma, 2008; Chen et al., 2008). In this study, four methods
were evaluated for detecting C60 in these products: Fourier
transform infrared spectroscopy (FTIR), scanning electron
microscopy with energy-dispersive X-ray spectroscopy (SEM-
EDX), carbon-13 NMR (13C NMR), and high-performance
liquid chromatography (HPLC). We observed that only the
method of extraction into toluene followed by HPLC was able
to detect what appear to be extremely small amounts of C60

present in the creams. Creams were then aged in water under
solar spectrum irradiation, UV-A irradiation, and dark con-
ditions, each resulting in three separate layers of aged prod-
uct. This was followed by ROS detection of superoxide by
XTT [2,3-bis(2-methoxy-4-nitro-5-sulfophenyl)-2H-tetrazolium-
5-carboxanilide; reduction followed by spectrophotomet-
ric detection] or detection of singlet oxygen by Singlet
Oxygen Sensor Green (SOSG; reaction followed by fluores-

cence detection) in UV-A irradiated samples of the aged
products.

Experimental Protocols

Chemicals and products

Three commercial face creams were purchased and la-
beled as products A, B, and C (see Table 1 for detailed in-
formation). C60 (99.9% pure) and hydroxylated C60 [fullerol,
C60(OH)24] were purchased from MER (Tucson, AZ). Su-
peroxide dismutase (SOD) (bovine ethrocytes), b-carotene,
and XTT were obtained from Sigma-Aldrich (St. Louis, MO).
SOSG was purchased from Molecular Probes–Invitrogen
(Carlsbad, CA). Double deionized (DI) water had resistivity
of >18.2 MO cm and dissolved organic carbon concentration
was <10 mg/L.

Characterization of C60 in face creams

Samples were analyzed directly by FTIR, SEM-EDX, and
13C NMR without any aging processes being applied. FTIR
was performed with an Equinox 55 Bruker spectrometer.
Emitted light spectra were recorded in the midinfrared spec-
tra in the range 2,100–400 cm�1 at a resolution of 4 cm�1 with
32 scans per spectrum. All scans were made by dehydrating
*1 mg of each cream at 608C overnight and homogenizing
the resulting oil with 30 mg crushed KBr, which was pelleted
before analysis. SEM imagery coupled with X-ray analysis
provided information on the elemental composition of the
three products. 13C NMR was performed with an Avance 400
WB Bruker spectrometer. Spectra were obtained with high-
resolution magic angle spinning (1 kHz) and 1H decoupling.
A pulse at 100.7 MHz (13C) was applied at 308. The acquisition
time was 270 ms, with a 2 s recycling time between acquisi-
tions and a total of 80,000 scans.

The ability to extract fullerene aggregates from an aque-
ous matrix to toluene was then evaluated. About 3 g of each
product was placed in a glass vial containing 10 mL DI
water with 20 mM KCl before the addition of 20 mL of tol-
uene. Preliminary experiments optimized the concentration
of KCl and volume ratio between water and toluene (data
not shown). Then, the vial was vertically mixed overnight
and the supernatant containing fullerene was further ana-
lyzed using an HPLC. For quantitative analysis of fullerene,
a standard curve was developed using known concentra-
tions of C60 in toluene. From the HPLC analysis, it was
found that fullerene in toluene has two distinguishing peaks
at 285 and 334 nm, with a retention time of 7.7 min. A linear
relationship between concentrations of fullerene in toluene
and absorbance at 285 nm (peak area) was observed over
the concentration range from 15 ppb to 15 ppm (data not
shown). Lastly, quantitative analysis of fullerene was per-
formed using an HPLC (ProStar, Varian, Palo Alto, CA)
equipped with a Cosmosil Buckyprep column (Nacalai
USA, San Diego, CA). The chromatographic separation was
performed in isocratic mode at a constant flow rate of
1 mL/min with a mobile phase of 100% toluene at 285 nm
UV wavelength. Comparison of resulting spectra to the
calibration curve allowed for the fullerene concentration to
be determined by peak area. To evaluate recovery rate,
different amounts of fullerene were spiked into product B
and tested by the protocol described.
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Aging process

Cream samples stored in their original containers are re-
ferred to in this study as ‘‘unaged’’ creams. Aging of the three
face creams was performed by addition of 3 mg of unaged
cream into 50 mL of ultrapure water and stirring for 48 h.
Three illumination conditions were tested for each of the three
creams: covered (dark); UV-A lamps (365 nm); and a lamp
meant to mimic the solar spectrum. Low-pressure UV-A ir-
radiation was done in the presence of two 15-W fluorescent
UV bulbs (Philips TLD 15 W/08). These bulbs have an output
spectrum peak at 365 nm (ranging from 354 to 396 nm) and a
total irradiance of 24.1 W/m2 (Pickering and Wiesner, 2005).
The solar spectrum irradiation was done in the presence of
one 400-W lamp (Philips Mater HPI-T Plus 400 W/645 E40
SLV). This bulb had an output spectrum ranging from 300 to
900 nm, with a total irradiance of 72.19 W/m2. Aged cream
was separated into three distinct layers. The top layer of the
aged sample was nonaqueous, could be separated easily, and
is referred to as the surface layer. Aqueous aged material re-
maining below the top layer was further separated by cen-
trifugation at 10,000 rpm for 1 h. The resultant supernatant
(stable layer) remaining in suspension was analyzed sepa-
rately from the resuspended, centrifuged pellet.

Detection of ROS in face creams

SOSG was used to measure 1O2 concentrations (Flors et al.,
2006) in irradiated aged samples of three fullerene cosmetic

products. SOSG was first prediluted in 33 mL methanol and
ultrapure water to 165 mM as recommended by the manu-
facturer and then diluted 10-fold to a final concentration of
16.5 mM before measurement. Suspensions were placed in a
25-mL Petri dish with *20 cm2 surface area. Samples of 1 mL
were taken at every 5 min for 30 min in the dark. The fluo-
rescence units (a.u.) from this dark measurement were read as
a background (Modulus Single Tube 9200; Turner Biosys-
tems, Sunnyvale, CA) and subtracted from readings taken at
every 5 min for 30 min once UV-A lamps were switched on
(Philips TLD 15 W/08). Fluorescence intensity could then be
correlated with relative production of singlet oxygen by un-
aged and aged cream products.

XTT reduction was employed to measure the production of
superoxide. The reduction of XTT results in an increase in op-
tical density at 470 nm, which can be used to quantify the rel-
ative amount of superoxide present (Ukeda et al., 1997; Bartosz,
2006). The concentration of superoxide was determined by
comparing XTT reduction with and without a quencher for
superoxide, SOD, which allowed nonsuperoxide-related XTT
reactions to be accounted for. SOD-containing samples served
to eliminate the influence of background absorbance of sus-
pensions at 470 nm. Optical density could then be correlated
with relative production of superoxide by unaged and aged
cream products. Here, we compare photochemical reactivity of
the cosmetic products with those of fullerol, which is a well-
known ROS generator (Pickering and Wiesner, 2005). Fullerol
suspension (a positive control) was prepared by adding the

Table 1. Characteristics of Commercial Face Creams Tested

Product (Origin) Function Ingredient

A (United States) Reduce the
formation
of lines on
the face

Water (AQUA), methylsilanol hydroxyprline aspartate, cyclomethicone,
C12-15 alkyl lactate, acrylamide/ammonium acrylate copolymer, caprylyl
trimethicone, octyldodecyl stearate, urea, soybean germ extract, myristyl
myristate, diisopropyl adipate, dicaprylyl carbonate, sodium hyaluronate,
methyl methacrylate crosspolymer, cetyl palmitate, phenoxyethanol,
butylene glycol, PEG-100 stearate, glyceryl stearate sorbitan stearate
ammonium, acryloyldimethyltaurate/VP copolymer, TIMP-2, sodium
stearyl fumarate, magnesium silicate, PEG-40 stearate, panthenol,
fullerenes, glycerin, lecithin, allantoin, lavender oil, himanthalia elongata
extract, methylparaben, camellia sinensis leaf extract, disodium EDTA,
castoryl maleate, BHT, grape seed extract, hydrolyzed collagen, silanediol
salicylate, sodium styrene/acrylates copolymer, triethanolamine,
hydrogenated lecithin, ethylparaben, butylparaben, alcohol,
propylparaben, isobutylparaben, magnesium ascorbyl phosphate,
silanetriol

B (Japan) Avoid black
spots and
wrinkles

Water, triethylhexanoin, glycerin, squalane, stearic acid, pentylene glycol,
baty alcohol, glyceryl stearate, jojoba oil, behenyl alcohol, bamboo
essence, fullerene, hyaluronan, cherry blossoms extract, hypericum
flowers extract, mulberry extract, light galangal leaf extract, green tea
extract, panax ginseng root extract, paeonia albiflora extract, saxifraga
stolonifera extract, SOD, cyanocobalamin, tocopherol, carbomer, sodium
hydroxide, lecithin, glycerine acid ester, htdroxyethyl cellulose, lavender
extract, grapefruit seed extract

C (United
Kingdom)

Eliminate
damaging
free radicals

Vitamin A, vitamin C, vitamin E, coenzyme Q10, alpha-lipoic acid,
fullerene, antioxidant with anti-inflammatory properties green tea, d-
pathenol, SOD, bisabolol (camomile derivative), lactoperoxidase,
carnosine, pycnogenol (extract from pine bark), gingko biloba

EDTA, ethylenediaminetetraacetic acid; SOD, superoxide dismutase; PEG, polyethylene glycol; TIMP, tissue inhibitors of metalloprotei-
nases; BH, butylated hydroxytoluene.
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powdered form of these materials to the DI water (Chae et al.,
2009a). The ideal negative control for ROS (identical composi-
tion minus the C60) was not available because of the proprietary
nature of the creams. All experiments were performed in trip-
licate and standard deviations are included. Student’s t-test
was used to assess the significance of the results with a 95%
confidence interval.

Results and Discussion

SEM-EDX, FTIR, and 13C NMR measurements

SEM technique coupled with element analysis (EDX) pro-
vided general information about carbon and particle content
for the unmodified products. From this analysis, it was found
that carbon compounds were indeed present with other ele-
mental spectra (data not shown). But, this information (along
with SEM images) is limited because it is difficult to distin-
guish nano-based carbon material from other forms found in
cream ingredients. We subsequently explored the use FTIR
and 13C NMR techniques as a basis for detecting the presence
of C60 in these cosmetics.

All three products were analyzed by FTIR following partial
dehydration. However, even after the dehydration step,
samples contained at least 50% water by volume. FTIR spectra
for all three products did not include the major bands (1,426–
1,429 and 1,179–1,181 cm�1) attributed to the icosahedral
symmetry of the C60 molecule (Treubig and Brown, 2002)
(data not shown). However, these measurements do not rule
out the possibility that C60 molecules were present at lower
concentrations as the C60 may have been obscured by the
presence of other molecules (e.g., molecules containing C¼C
bonds absorbing near 1,460 cm�1) in the cream matrix. 13C
NMR with 1H decoupling was also performed with the goal of
obtaining a qualitative picture of fullerenes present relative to
other carbon molecules in the cream matrix of product A.
Significant amounts of carbon from fullerene present in the
sample would be indicated by the appearance of a distinct
single peak around 143 ppm (Yannoni et al., 1991; Fortner et al.,
2005). But, in the case of product A, no such peak could be
differentiated from the background of the spectrum (data not
shown). Because of the inability to distinguish C60 from other
carbon-based molecules by 13C NMR, SEM-EDX, or FTIR in
the cream matrix of product A, subsequent characterization of
products A, B, and C was limited to extraction and HPLC
analysis of C60 in these creams.

Quantitative analysis of C60 in face creams by HPLC

For the quantitative analysis of C60 by HPLC, different
amounts of pure fullerene were spiked into product B by the

protocol described and recovery rate was evaluated. As
shown in Table 2, when 20 mg of C60 was spiked into 2 g of
the product (1%, w/w), 86% of recovery rate was achieved
(run 1). In run 2, the recovery rate slightly decreased to 82%
when 2 mg of C60 was spiked into 20 g of the product (0.01%,
w/w) and the detected C60 concentration (8.2 mg/L) of the
spiked sample by HPLC was close to detected C60 concen-
trations (2.6–6.8 mg/L) in the products (Table 3). However,
these recovery rates were slightly lower than that from the DI
water without product B (in this case, about 90% of the spiked
fullerene was recovered by the first extraction). This 8% loss in
recovery rates was probably due to amphiphilic organic
macromolecules such as stearic acid in the face cream acting
as a de facto surfactant and stabilizing fullerenes in water,
thereby decreasing the extraction efficiency from water to
toluene. However, the recovery rate increased to above 95%
with a second toluene extraction with fresh solvent. Finally,
small quantities of fullerene were detected at levels of
<0.005% (w/w) in all products by HPLC with the described
protocol.

ROS production of unaged and aged cream products

XTT formazan adsorption was monitored under UV light
to study superoxide production from the three unaged parts
(i.e., surface layer, stable, and centrifuged pellet) of each face
cream (three samples in triplicate). Superoxide production
from unaged samples is summarized in Fig. 1A. The XTT
formazan production rate, indicating superoxide production,
was slightly higher in samples from surface and stable layers
compared with that observed for samples from centrifuged
pellets. When 5 mg/L of fullerol was added to the unaged
samples (preseparation), no additional superoxide generation
was observed (Fig. 1B).

Aged creams were tested after three different aging pro-
cesses (i.e., in the dark, or with solar spectrum or UV-A) fol-
lowed by separation (nine samples in triplicate). As shown in
Fig. 2, the superoxide generation of all aged samples is neg-
ligible, indicating there was no measurable generation of su-
peroxide. In the presence of oxygen and light, fullerene
produces singlet oxygen via a type II pathway and may also
produce the superoxide radical via a type I pathway if an
appropriate electron donor is present (Hotze et al., 2008).
Therefore, we conclude that solution conditions in the cream
samples are not appropriate for the generation of superoxide
(i.e., no reducing agent is present to enable the transfer of an
electron to oxygen).

On the other hand, Fig. 3A shows that SOSG detects sig-
nificant production of singlet oxygen from unaged face
creams. Adding 5 mg/L of fullerol, the singlet oxygen pro-

Table 2. Quantification of Fullerene Spiked into the Cosmetic Product

Amount of C60 spiked into
product B (%, w/w)

C60 concentration
in water suspension

(mg/L)

Detected C60 by HPLC (mg/L) Recovery rate (%)a

Sample
After 1st
extraction

After 2nd
extraction

After 1st
extraction

After 2nd
extraction

Run 1 1 200 160.3 174.6 78 86
Run 2 0.01 10 10.1 10.8 75 82

aOriginally, product B contains fullerene (2.6 mg/L; see Table 3). When recovery rate was calculated, the background fullerene
concentration in product B was subtracted from the detected amount in the fourth column in this table.
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duction rate increased by about 50–70 a.u./g sample/min in
all parts (Fig. 3B). As shown in Fig. 4, aging of the three
products (especially, ‘‘surface layer’’ part) with UV-A resulted
in the highest singlet oxygen generation (124–308 a.u./g
sample/min), followed by aging with solar spectrum (33–
135 a.u./g sample/min) and in the dark (23–106 a.u./g sample/
min). Generally, product A (average¼ 142.2 a.u./g sample/
min) showed the highest amount of singlet oxygen produc-
tion, whereas products B (average¼ 66.2 a.u./g sample/min,

p< 0.005 when compared with product A) and C (aver-
age¼ 53.8 a.u./g sample/min, p< 0.005 when compared with
product A) appeared to generate smaller and comparable
amounts of singlet oxygen. Figure 3B demonstrates that adding
a known amount of fullerol, a known 1O2 producer (Pickering

Table 3. Quantification of Fullerene in Three

Cosmetic Products

Sample Amount (g)

Detected C60

by HPLC
(mg/L)

Amount of C60

in sample (mg)

C60 in
product

(%, w/w)

Product A 3.127 6.8 0.1349 0.0043
Product B 3.235 2.6 0.0528 0.0016
Product C 3.126 3.0 0.0603 0.0019

HPLC, high-performance liquid chromatography.

FIG. 1. Superoxide generation of unaged face creams (A,
control) and unaged samples spiked with fullerol at 5 mg/L
(B). XTT, 2,3-bis(2-methoxy-4-nitro-5-sulfophenyl)-2H-tetra-
zolium-5-carboxanilide.

FIG. 2. Superoxide generation of aged face creams in the
dark (A) and with solar spectrum (B) and UV (C). UV, ul-
traviolet.
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and Wiesner, 2005; Hotze et al., 2008; Chae et al., 2009a), to the
unaged cream product results in lower generation rates than the
aged product A in Fig. 4.

We postulate that the breakdown of other molecules con-
tained within these cosmetics, either typical of cosmetics (e.g.,
thickeners, emulsifiers, and plasticizers) or more likely anti-
oxidants (e.g., green tea extract, SOD, and others), during the
aging process allows for increase of singlet oxygen production
detected by the SOSG. This hypothesis would also explain
why the unaged creams show less singlet oxygen production
(Fig. 3A) than the aged samples (Fig. 4). Alternatively, the
breakdown of these products could lead to photoactive mol-
ecules not present in the unaged samples (Roscher et al., 1994;
Huong et al., 2008).

From Fig. 4, we determined that the highest generation rate
of singlet oxygen (a.u./g sample/min) from product A (sur-
face layer or stable part) is 0.03% of that generated by fullerol
(Fig. 5). The cream type and aging conditions altered the
amount of singlet oxygen produced by the creams and was
significantly above levels produced by control samples.
Moreover, the surface layer and stable suspension displayed
similar levels of singlet oxygen generation, whereas the

centrifuged pellet part had the lowest production of singlet
oxygen regardless of aging processes or product tested. The
presence of amphiphilic molecules such as stearic acid may
act as de facto surfactants, keeping fullerene molecules sus-
pended in water. This result implies that the parts of the aged
cream with the highest potential for ROS generation also have

FIG. 3. Singlet oxygen production of unaged face creams
(A, control) and unaged samples spiked with fullerol at
5 mg/L (B).

FIG. 4. Singlet oxygen production of aged face creams in
the dark (A) and with solar spectrum (B) and UV (C).
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the highest colloidal stability. Another possible but admit-
tedly tenuous observation is that product A contains ap-
proximately twice the amount of C60 than product B or C
(Table 3) and produces approximately twice the singlet oxy-
gen when aged under UV light (Fig. 4).

Conclusions

From SEM-EDX, FTIR, and 13C NMR analyses, it was
found that the quantity of fullerene in face creams was un-
detectably low for these analytical instruments and method-
ologies. In the case of SEM-EDX, fullerene peaks could not be
separated from other organic ingredients in a carbon spec-
trum. For FTIR and 13C NMR, fullerene peaks were not dis-
tinct because they were either below detection limits of the
instruments or obscured by the presence of other molecules.
Extraction by toluene followed by HPLC analysis, how-
ever, detected small quantities of fullerene at levels of<0.005%
(w/w). And we observed that ROS production of a cosmetic
product (product A) containing fullerene is only 0.03% of that
generated by fullerol nanoparticles.

Nanoengineered materials are likely to find numerous ap-
plications in commercial products because of their novel prop-
erties. Fullerene C60, added in creams as an antiaging and
antioxidant agent, is one example. The unknown and untested
possibility of direct effects of the fullerene materials on con-
sumers remains an outstanding issue. But, unintended effects
on the environment could result from the electron affinity and
photochemistry of the molecule if it remains reactive over time
in the aqueous environment. Detection of a significant amount
of singlet oxygen production in the aged cream products raises
several issues about the use of fullerene materials. Although
radical scavenging may occur in the dark, it would appear that
photochemically generated ROS would produce the opposite
effect of that intended by adding fullerenes to these creams. We
also conclude that the portions of the aged cream with the most
transport potential (those remaining in the surface layer and
stable suspension) are also the most photochemically active
fractions. When cream byproducts are discharged into waste-
water streams and ultimately water environments, higher mo-
bility could lead to significant impacts of residual chemically
active fullerenes. However, our ability to manipulate and fully

exploit the direct relationship between fullerenes present in the
products and ROS generation is limited. Further investigation of
ROS generation by these and other aged products will improve
our understanding of how their degradation will impact the
environment.
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