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Synthesis of Copper Nanocatalysts with Tunable Size Using Diblock Copolymer Solution

School of Engineering, University of California, Merced, Merced, California 95348, and Department of

Self-assembled solution micelles prepared from polystyrene-b-poly(4-vinylpyridine) (PS-b-P4VP) and
polystyrene-b-poly(2-vinylpyridine) (PS-b-P2VP), have been employed as templates to synthesize copper
nanocatalysts which are regarded as an excellent catalyst system for 1D nanomaterial synthesis. We have
demonstrated that uniform-sized nanoparticles with diameters ranging from 1 to 15 nm have been generated.
We have revealed that nanocatalyst size can be rationally tailored by adjusting the interaction between copper
precursors and ligands and metal sequestration time. Ordered arrays of copper nanocatalysts derived from
depositing a monolayer of solution micelles exhibit excellent thermal stability and do not agglomerate during
the thermal treatment at 850 °C, typical growth temperature for 1D nanomaterial using the chemical vapor
deposition technique. High-density and aligned single-walled carbon nanotubes with uniform diameter have
been synthesized using the chemical vapor deposition technique. The average diameter is 1.4 nm, which is
on the same order of catalyst size, around 2.0 nm. The combination of tunable size and spacing with superb
thermal stability and outstanding catalytic activity offered by this new copper nanocatalyst system will enable
growth of high-yield 1D nanomaterials with controllable diameter and spacing consistently and reproducible
properties. It also paves a new path to study the effect of nanocatalyst size on 1D nanomaterial synthesis and
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their properties.
Introduction

Copper nanoparticles are of great interest in a broad tech-
nological arena including catalysis and energy conversion.!™
In particular, copper nanoparticles have shown excellent catalytic
capability to synthesize a variety of 1D nanomaterials using
chemical vapor based techniques. Copper nanoparticles can
catalyze single-walled carbon nanotube (SWNT) growth.? It has
been shown that high-density aligned SWNT arrays with over
95% semiconducting nanotubes have been synthesized using
copper nanoparticles.’ Unlike VIIIA transition metals such as
iron, cobalt, and nickel, copper has weak interaction with silicon
oxide substrate thus facilitates to the formation of aligned
tubes.* In addition, the use of copper enables the study of the
intrinsic magnetic property of carbon nanotubes. Copper nano-
particles have been proven to be an excellent catalyst system
to catalyze ZnO nanowire growth.* Well-aligned and vertically
grown ZnO nanowires have been generated using a copper-
based catalyst system. It is believed that copper can promote
the epitaxial growth of ZnO nanowires.*** Copper nanoparticles
can catalyze silicon nanowire growth as well. High-purity silicon
nanowires with enhanced electron transport property have been
synthesized recently.>® Gold has been widely used for nanowire
growth. However gold, a deep-level trap® with gold—silicon
eutectic temperature of 370 °C, can easily diffuse into the
silicon-based active device region during device fabrication.
Thus gold is not compatible with Si-based device fabrication.®®<
Unlike gold, copper, which will not form any compounds with
silicon below 800 °C,% is being extensively used in semicon-
ductor device fabrication.™
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In the chemical vapor deposition (CVD) techniques, catalyst
species enable selective adsorption of precursor molecules,
facilitate precursor molecule decomposition, and initiate and
maintain the growth of nanotubes and nanowires.””? Therefore,
the properties of a 1D nanomaterial dictated by diameter is
controlled largely by nanocatalyst size.!®!! Two critical growth
parameters, local precursor vapor concentration per catalyst
species and catalyst activity, are very sensitive to catalyst size.
When the growth condition is reached and if all nanocatalysts
are similar in size, they all can initiate the growth at the same
time leading to high growth yield. Needless to say, the
prerequisite for achieving controllable synthesis in high yield
is to establish a methodology of synthesizing nanocatalysts with
uniform and tunable size.

Several methods have been developed to make copper
nanoparticles, including laser ablation'> and wet chemical
reactions."> These methods can produce nanoparticles with
controlled size in solution. However, there is no means to
generate ordered arrays on surfaces, which is essential for
substrate-based synthesis of 1D nanomaterials. Ordered nano-
particle arrays can be prepared by either top-down or bottom-
up approaches. Conventional top-down lithography has suc-
cessfully pushed the feature size down to the sub-100-nm
regime. Alternative methods such as e-beam lithography and
nanoimprinting have been able to create features in the sub-
20-nm region,'*!> but they are limited by high cost and low
throughput. On the contrary, the bottom-up approaches can
generate sub-20-nm features at low cost and high throughput
by building up nanoscale units through controlled assembling
and organization of molecules and atoms.'®

Self-assembled block copolymers have been widely used for
nanostructure fabrication. Block copolymers can self-assemble
into a wide range of nanoscale morphologies such as spheres,
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Figure 1. Schematic illustration of generating copper nanocatalyst arrays on surface with self-assembled PS-b-PVP diblock copolymers as micelles.

cylinders, and lamellae. One of the applications is to employ
spherical micelles as nanoreactors to produce inorganic nano-
particle arrays. For instance, polystyrene-block-poly (4-vinylpy-
ridine) (PS-b-P4VP) can selectively localize tetrachloroauric acid
on the P4VP blocks by electrostatic interaction, leading to
ordered gold nanoparticle arrays.'>® Precursors can also be
incorporated into the solution micelle cores via ionic or
coordination interactions. The precursor-loaded micelles can
then be transferred to substrates. After the removal of polymers,
nanocatalyst arrays will be yielded.'>>¢<

In this paper, a systematic investigation was conducted to
explore the use of solution templates generated by PS-b-P4VP
and polystyrene-b-poly(2-vinylpyridine) (PS-b-P2VP) to syn-
thesize copper nanocatalysts. According to the kinetic study,
P4VP molecules of PS-b-P4VP can sequester copper species
at a higher rate than P2VP molecules of PS-b6-P2VP. On
comparison of copper(I) chloride with copper(Il) acetate hydrate,
copper(I) chloride can be incorporated at the highest rate,
resulting in largest nanocatalysts. There is limited ability for
anhydrous copper(Il) acetate to be localized by pyridyl groups.
The size of nanoparticle can be tailored by the sequestration
time. Copper nanocatalyst arrays with size spanning from 1 to
15 nm have been generated. Unlike other bottom-up techniques,
size and spacing between nanoparticles can be adjusted inde-
pendently. Ordered sub-10-nm copper nanoparticles with spacing
around 100 nm have been achieved using PS,g5,-b-P4VPg47.

The copper nanocatalyst arrays synthesized by this approach
exhibited excellent thermal stability and catalytic activity and
gave rise to high-density aligned single-walled CNTs. The
strategy of tailoring the metal sequestration by varying coor-
dination reaction conditions enables the rational control of
copper nanocatalyst size and can be extended to the preparation
of other transitional metal nanocatalysts. The block copolymer
micelle approach, capable of producing copper nanocatalysts
with tunable size and spacing, together with excellent catalytic
activity and thermal stability, opens a new way to synthesize
periodically ordered 1D nanomaterials with controlled diameter
at high yield.

Experimental Section

1. Copper Nanocatalyst Synthesis. Diblock copolymers
polystyrene 422000-b-poly (4-vinylpyridine) 68000 (PS4¢s,-b-
P4VPg,7) and polystyrene 185000-b-poly(2-vinylpyridine) 32000
(PS1776-b-P2VP3(4) were purchased from Polymer Source (Que-
bec, Canada). The copolymers were first dissolved in toluene
to form 0.3 wt % solutions. Copper(I) chloride, copper(Il)
acetate anhydrate, and copper(Il) acetate hydrate were obtained
from Sigma-Aldrich (St. Louis, MO). Equimolar amounts of

copper precursors were added to the polymer solutions. After
being stirred for a certain period of time, the solutions were
filtered through 0.2 um PTFE syringe filters. The filtrates were
then spin-coated on silicon shards and baked at 100 °C for 2
min. The films were then subjected to UV—ozone treatment at
100 °C for 20 min to remove organics to form copper
nanocatalysts.

2. Catalytic Activity Investigation: Single-Walled CNT
Growth. To grow single-walled CNTs, ST-cut single quartz
surface (Hoffman Materials Inc.) coated with catalyst arrays
patterned using the previously published method were transferred
to a 1 in. quartz tube sitting in a furnace.’ The substrates were
first heated up to 600 °C and annealed in air for 20 min. After the
furnace was cooled down to room temperature, the quartz tube
was then purged with 200 sccm of argon to remove residual air.
The furnace temperature was then raised to 850 °C under hydrogen.
After the furnace reached 850 °C for another 10 min, 200 sccm of
ethanol was added to initiate CNT growth on quartz substrates.
After 20 min, the ethanol gas flow was switched off and the furnace
was cooled down under hydrogen protection.

3. Copper Nanocatalysts and Single-Walled CNT Char-
acterization. Nanoparticles were characterized by atomic force
microscopy (AFM, Park System Inc., Santa Clara, CA). X-ray
photoelectron spectrometer (XPS, Physical Electronics, Chan-
hassen, MN) was employed to study their chemical composition
and oxidation state. X-ray photoelectron spectra were obtained
using a Physical Electronics Quantum 2000 scanning XPS
system with a focused monochromatic Al Ka X-ray source for
excitation and a spherical section analyzer. A 1 mm diameter
X-ray beam was used for analysis. The X-ray beam was incident
normal to the sample, and the X-ray detector was at 45° away
from the normal. The pass energy was 23.5 eV, giving an overall
energy resolution of 0.3 eV. The collected data were referenced
to an energy scale with binding energies for Cu 2ps, at 932.72
(0.05 eV) and Au 4f;, at 84.01 (0.05 eV).

CNT samples were inspected by scanning electron micros-
copy (SEM, FEI Co., Hillsboro, OR). AFM and Raman analysis
(Renshaw inVia Raman Microscope) were used to estimate CNT
diameter. The laser illumination area was 1 um?, and wavelength
is 514 nm. The integrated time was 20 ms, and the laser power
was around 1 mW.

Results and Discussion

The schematic process flow to prepare nanocatalyst arrays on
surfaces is illustrated in Figure 1. A diblock copolymer consists
of a hydrophobic PS block and a hydrophilic PVP block. Toluene
is a favorable solvent for the PS block but unfavorable for the PVP
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Figure 2. AFM height images (scan area: 1 um by 1 um) and profiles of copper nanocatalysts prepared from solution micelles of PS;776-b-P2V P34
using copper(l) chloride (left) and copper(ll) acetate hydrate (right) after 240 h of reaction time.

block, especially for PAVP. As a result, PS-b-P4VP will self-
assemble into micelles whose coronas are composed of PS and
cores are formed by P4VP. By coordinating copper species with
the pyridine groups in the cores, the copper-loaded micelles can
be generated. P2VPs are less hydrophilic than P4AVP. Thus PS-b-
P2VP has fewer tendencies to self-assemble in toluene. However,
the solubility contrast between PS and P2VP blocks is enhanced
after the incorporation of metal species into P2VP blocks, resulting
in the formation of copper-containing micelles. After spin-coating
solution micelles on a surface, UV—ozone treatment was used to
remove the polymer template, yielding inorganic nanoparticle arrays
in hexagonal lattice.

1. Copper Nanocatalyst Formation Using Different Cop-
per Precursors. Selective localization of copper species into
PVP cores is essential for the formation of nanoparticles.
Copper(I) chloride and copper(Il) acetate hydrate were chosen
to compare the sequestration ability of PS;776-b-P2VP504 and
PS4050-b-P4VPey; because of different metal complexation
tendency due to the location of nitrogen.!” Figure 2 is a set of
AFM images of nanoparticles derived from metal-modified
PS1776-b-P2VP3y4 solution micelles. The average nanocatalyst
sizes are 1.9 and 1.1 nm, respectively. Clearly, nanoparticles
are arranged in a quasi-hexagonal fashion. Figure 3 is a set of
AFM images of nanocatalysts formed using PS4s5,-b-P4VPg47
as a template. The average sizes are 13 and 8 nm, respectively,
which were much bigger than those prepared using PSi77¢-b-
P2VP;4. Larger particles have been formed using the PS-b-
P4VP micelle template since the nitrogen in P4VP is more
accessible and exhibits greater propensity to bind metal species.
More copper species from copper(I) chloride can be sequestered
which can be rationalized by less steric hindrance effect. This
size difference indicates that the extent of the coordination
reaction can be used to tune particle size.

Furthermore, another salient feature of this approach is that
not only the size but also the spacing can be adjusted. Unlike
other synthesis methods which have limited capability to tune

particle spacing and often yield very densely packed nanoparticles,*
these high molecular weight polymer systems, PS;776-b-P2V P304
and PS,9sp-b-P4VPgy7, were chosen to demonstrate that relatively
large spacing can be created. The average distance between
nanoparticles is about 55 nm for PS,776-b-P2VP5y4 while the
periodicity is around 100 nm for PS4ys,-b-P4 VP47, bridging
nanoscale to microscale.

2. Kinetics of Copper Species Incorporation. A kinetics
study of copper incorporation provides insight on the dynamic
metal sequestration process. In this experiment, copper-contain-
ing polymer solutions were taken out at different time intervals.
The size nanocatalyst was estimated by AFM height analysis.

Figure 4a is a plot of nanocatalyst size vs time. Figure 4b is
a histogram showing average and standard deviation of copper
nanoparticles prepared from PS,5,-b-P4VPg4;. Overall nano-
catalyst size increases with time, and there is a slight increase
in particle size variation with the increase of particle size. The
following conclusions can be drawn from this investigation. First
of all, the nanocatalyst size increases over time, indicating that
more copper species can be incorporated into the polymer
copolymer micelles with time. This reaction rate is partially
controlled by diffusion. Second, PS4ys,-b-P4VPg4; can localize
more copper species at a higher rate than PS,776-b-P2VP54. This
result manifests that the steric hindrance effect can greatly
influence the kinetic and thermodynamic aspect of metal
sequestration. Third, comparing copper sequestration rate,
copper(I) chloride is the fastest and anhydrous copper(Il) acetate
is the slowest. Using the same template (PS4os,-b-P4VPgy7), 15
nm copper nanoparticles have been produced using copper(I)
chloride while less than 8 nm copper nanoparticles have been
generated using copper(Il) acetate anhydrate after the same
period of time. It can be deduced that the choice of copper
precursor is important. All these findings indicate that the
coordinate interaction between metal precursor and their cor-
responding polymer functional group plays an important role
in nanoparticle formation. In the case of PS;776-b-P2VP;5,,
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Figure 3. AFM height images (scan area: 1 um by 1 um) and profiles of copper nanocatalysts prepared from solution micelles of PS,gs,-b-P4VPg4;
using copper(I) chloride (left) and copper(ll) acetate hydrate (right) after 240 h of reaction time.
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Figure 4. AFM height analysis result: (a) nanoparticle size vs reaction time; (b) Histogram showing the change of nanoparticle average size and
standard deviation of average with time.

nanocatalysts can only be observed after 240 h with copper(I) 2P,
acetate hydrate and no nanoparticles can be detected with
copper(Il) acetate anhydrate. On the contrary, 8—9 nm nano-
catalysts have been observed after 10 h in the system of PS4s,-
b-P4VPg,; with copper(I) chloride. Hence, tailoring the extent
of metal coordination reaction can be used to adjust nanoparticle
size.

3. Chemical Analysis of Nanoparticles. XPS was used to
determine chemical composition and state of resultant nano-
particles on surfaces after UV—ozone treatment. Figure 5 is a
XPS spectrum of nanoparticles prepared using PSygsy-b-P4VPgy; . : .
and copper(I) chloride. The binding energy peaks indicate that 970 960 950 940 930
as-synthesized nanoparticles are copper(I) oxide.'” Bindingenergy (ev)

4. Thermal Stability. Because elevated temperature is used Figure 5. XPS spectrum of as-synthesized nanoparticles derived from
for growing 1D nanomaterial using the CVD process copper(I) chloride and PS,gs,-b-P4VPg,; after UV—ozone treatment.
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Figure 6. AFM height images (scan area, 0.5 um by 0.5 um; height scale, 6.0 nm) of copper nanocatalyst arrays before and after annealing at 850

°C. The insets are corresponding Fourier transform images.

technique, it is important to study the thermal stability of
nanocatalysts at the onset of growth temperature. The copper
nanocatalyst arrays were first annealed in air at 600 °C for
20 min to remove all the organics and also cleanup the
surface. Then argon was introduced to remove the air. After
5 min of purging under argon, hydrogen was added. The
furnace was finally ramped up to 850 °C under a mixture of
hydrogen and argon, the copper nanocatalyst arrays were

soaked at 850 °C for 5 min before being cooled down to
room temperature. This thermal treatment process mimics
the CNT growth condition used in this investigation. Figure
6 is a set of AFM height images and associated height profiles
of copper nanocatalyst arrays before and after annealing.
Although the nanocatalyst size is reduced from 4.5 to 2.5
nm after the thermal treatment, the quasi-hexagonal order
and spacing remained intact as indicated by 2D Fourier
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Figure 7. (a) SEM images of the aligned CNTs synthesized using patterned nanocatalyst arrays. (b) Representative AFM height image and profile
of CNTs. (c) Radial breathing mode Raman spectra. The sharp peaks at 132 and 265 cm™! and the broad peaks at 208 cm ™!, marked with red stars,

correspond to the Raman spectra of the quartz.
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transform analysis. It can be clearly seen that nanoparticles
on the surface have not migrated or agglomerated during the
thermal treatment, implying that these nanocatalysts are very
stable.

5. Catalytic Activity for 1D Nanomaterial Growth—CNT
Synthesis. To evaluate the catalytic activity to initiate 1D
nanomaterial growth, copper nanocatalyst arrays prepared from
copper(I) chloride using PSyps,-b-P4VPgy; as a template was used
to grow CNTs on ST-cut single crystal quartz surfaces. The as-
synthesized nanocatalysts after UV—ozone treatment have an
average particle size of 4 nm. At the onset growth temperature,
nanoparticle size is 2 nm with the majority of nanoparticles falling
between 1.4 and 2.5 nm. Figure 7a is a representative scanning
electron micrograph image showing high-density aligned CNTs.
Densities of 8—15 tubes per micrometer have been achieved with
yield about 5—10%. The reasonably high conversion is a result of
uniform sized nanocatalysts. The narrower the size distribution of
nanocatalysts, the higher the percentage of nanocatalysts that will
participate in CNT growth, leading to high growth yield. Figure
7b is a representative AFM height image and responding profile
showing that CNTs have uniform diameter, the majority of tubes
with 1.2—1.4 nm. This result is in good agreement with the Raman
analysis at the radial breathing mode with the peak corresponding
to 1.4 nm, displayed in Figure 7c. As predicted from the so-called
Kataura plot, this is a semiconducting nanotube. Since an appropri-
ate local vapor precursor concentration is required to initiate CNT
growth, catalysts that are too small or too large will not grow CNTs.
This might be the reason why the distribution of CNTs is narrower
than that of nanocatalysts. Because the diameter of single-walled
CNTs is governed by the size of nanocatalysts, ordered nanocatalyst
arrays with uniform size not only facilitate high-yield growth and
but also promote the diameter control of as-synthesized 1D
nanomaterials.

Conclusions

This is the first systematic investigation of static and dynamic
sequestration of metal species into polymer micelle templates. It
has been revealed that the extent of metal coordination can be
modulated by tuning the interplay between metal precursors and
the functional groups composed of micelle cores. Consequently,
nanocatalyst size can be rationally adjusted. Comparing copper(I)
chloride with copper(Il) acetate hydrate and anhydrous copper(II)
acetate, the largest nanocatalysts can be generated in the shortest
period of time using copper(I) chloride. The kinetic investigation
also reveals that copper species can be incorporated in the PS-b-
P4VP micelles at a much faster rate than PS-6-P2VP micelles.
Furthermore, by adjusting the reaction time, nanoparticle size can
also be adjusted. This set of new insights of using polymer micelles
as nanoscale reactors for nanoparticle synthesis provides a new
way to generate tunable and uniform nanocatalysts reproducibly.
This methodology can be extended to synthesize other inorganic
nanoparticle systems. Copper nanocatalysts synthesized using this
approach has been proven to be an effective catalyst system for
single-walled CNT growth. Uniform-diameter and high-yield
aligned CNTs have been produced. Combining excellent thermal
stability with tunable size and spacing offered by nanocatalyst
systems prepared by this block copolymer approach will facilitate
more controllable synthesis of 1D nanomaterials with location and
diameter control and consequently control of properties.
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