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We study ultrabroadband slow light in a warm rubidium vapor cell. By working between the D1 and D2
transitions, we find a several-nanometer window centered at 788:4 nm in which the group index is highly uniform
and the absorption is small (<1%). We demonstrate that we can control the group delay by varying the temperature
of the cell, and we observe a tunable fractional delay of 18 for pulses as short as 250 fs (6:9 nm bandwidth) with a
fractional broadening of only 0.65 and a power leakage of 55%. We find that a simple theoretical model is in
excellent agreement with the experimental results. Using this model, we discuss the impact of the pulse’s
spectral characteristics on the distortion it incurs during propagation through the vapor. © 2011 Optical Society
of America

OCIS codes: 060.1155, 190.0190, 020.0020.

1. INTRODUCTION
Controlling the propagation velocity of optical pulses in dis-
persive media is important, both at the level of basic and ap-
plied science [1,2]. Fundamental studies of entanglement [3],
information velocity [4], and optical precursors [5] rely on the
fact that one can decrease (increase) the group velocity of
light vg ¼ c=ng in regions of normal (anomalous) dispersion
to produce slow (fast) light (here c is the speed of light in
vacuum and ng is the group index). In recent years, a growing
number of technological applications of slow-light techniques
have been investigated, including all-optical buffering and
routing, optical memories, and data synchronization [6,7].
While many slow-light approaches make use of optical reso-
nances [8–10] to provide large values of the group delay tD
with small absorption, the spectral region over which the slow
light occurs is generally narrow. Because the spectral width of
the slow-light region limits the minimum temporal duration T0

of a pulse that can be delayed without significant distortion, it
sets an upper bound on the maximum achievable data rate
and fractional pulse delay (f D ¼ tD=T0) [11]. In addition, some
applications require tunable delay lines that can retard the
arrival of ultrashort optical pulses (T0 ∼ 100 fs) by several
hundred femtoseconds. Thus, it is important to investigate
techniques for realizing ultrabroadband slow-light materials
where the achievable group delay can greatly exceed the
injected pulse width without causing significant pulse
distortion.

Previous methods for realizing broadband, distortion-free
slow-light media include coherent control of the optical prop-
erties of a material and the design of novel materials. As an
example of an approach involving coherent control, Sharping
et al.measured f D ¼ 0:85 for a 430 fs long pulse via stimulated
Raman scattering [12]. More recently, conversion/dispersion
techniques in dispersive optical fibers have demonstrated
f D ∼ 20; 000 for 2:6 ps long pulses [13] and f D ¼ 10 for

370 fs long pulses [14]. Using a materials-based approach,
Gan et al. [15] employed solid-state dispersion engineering
via plasmonic structures to demonstrate fixed slow-light de-
lays over several hundred nanometers in the visible range.

In this work, we make use of the region of uniform group
index between a pair of absorbing resonances to realize low-
distortion, broadband slow light. While the properties of this
double resonance system have been studied previously in the
context of stimulated Brillouin scattering in optical fibers [16]
and the hyperfine structure of atomic vapors [17–21], the
usable bandwidth is limited to approximately 1GHz. To
greatly enhance the bandwidth of the slow-light region, we fol-
low the approach of Broadbent et al. [3] and make use of the
region of normal dispersion between the fine structure ab-
sorption doublet in a warm rubidium vapor. Here, we focus
on characterizing experimentally the wavelength and tem-
perature dependence of ng between the D1 and D2 lines in
rubidium (comprising a splitting of 7THz or 14nm centered
at 787nm) as well as studying the propagation dynamics of
ultrashort pulses propagating through the vapor. Using a sim-
ple, first-principles model, we obtain excellent agreement be-
tween our experimental results and theoretical predictions.
We observe a maximum value of ng equal to 1.03, which is
uniform (less than 50% variation) over a Δν ¼ 3THz
(Δλ ¼ 6 nm) bandwidth with a nearly exponential sensitivity
to temperature. Also, we measure the distortion of pulses
transmitted through the vapor, and we show that pulses as
short as 250 fs can undergo fractional delays of almost 20
while suffering a fractional broadening, f B, of less than 0.65.

The paper is organized as follows. The next section outlines
the theoretical model we use to describe the transmission of
light through the vapor cell. Section 3 describes the experi-
mental setups we use to characterize the slow-light medium,
Section 4 compares the experimental and theoretical results,

2578 J. Opt. Soc. Am. B / Vol. 28, No. 11 / November 2011 Zhang et al.

0740-3224/11/112578-06$15.00/0 © 2011 Optical Society of America



and Section 5 concludes the paper and gives possible future
applications of our results.

2. THEORY
Atomic vapors are a well-understood material whose optical
properties can be precisely predicted and controlled. In this
work, the optical frequency is so far detuned (by >3THz)
from either the D1 or D2 resonances of rubidium that we
can treat each atom as consisting of multiple two-level sys-
tems (i.e., ignore coherences between the levels considered).
Furthermore, because of this large detuning, we can ignore
Doppler broadening and approximate the Voigt profile of the
resonance (obtained via convolution of the Gaussian profile
due to Doppler broadening and the Lorentzian profile due
to collisional and natural broadening) as a Lorentzian [21].
Thus, we can describe the atomic susceptibility χfullðωÞ experi-
enced by a weak optical field as it propagates through a vapor
cell containing rubidium vapor as a sum of Lorentzian
functions weighted appropriately by the various transition
strengths {see Eq. (8) in [3]}. Because we work so far from
the atomic resonances, the details of the underlying hyperfine
structure are not important. This allows us to reduce the full
model of the atomic susceptibility to an effective double-
Lorentzian susceptibility for the D1 and D2 lines given as

χeffðωÞ ¼ −NðTÞ
�

s1

ω − ω1 þ iγ1
þ s2

ω − ω2 þ iγ2

�
; ð1Þ

where s1 ¼ 2:25 × 10−13 and s2 ¼ 4:58 × 10−13 m3 rad=s are the
effective transition strengths, ω1 and ω2 are the effective
resonance frequencies, and γ1 and γ2 are the effective line-
widths (including both natural and collisional broadening) for
the D1 and D2 transitions, respectively [22,23]. We model the
temperature-dependent atomic density NðTÞ via the vapor
pressure relations given in [24] by treating the rubidium vapor
as an ideal gas. For the range of parameters considered in
the remainder of the paper, the normalized deviation be-
tween χfull and χeff [defined as jðχfull − χeffÞ=ðχfull þ χeffÞj]
is less than 5 × 10−3, thus making their predictions nearly
indistinguishable.

The complex index of refraction is related to the suscept-
ibility as n ¼ n0 þ in00

≈ 1þ χeff=2 (because χeff ≪ 1 for the re-
gime studied here). This allows us to compute the absorptive
optical depth as αL ¼ 2ωLn00=c, where L is the interaction
length and α is the intensity absorption coefficient. Because
we assume only weak optical fields propagating through
the vapor, we describe the fractional absorption of light using
Beer’s law as 1 − Iout=I in ¼ 1 − expð−αLÞ. The group index is
found through the relation ngðω0Þ ¼ n0 þ ωdn0=dωjω¼ω0 , which
allows us to calculate the group delay tD ¼ Lðng − 1Þ=c. We
note that the group velocity dispersion, given as GVD ¼
dð1=vgÞ=dω, is zero at λc ¼ 788:4 nm (at the center of gravity
between the D1 and D2 lines).

To quantitatively study pulse propagation in our system, we
numerically simulate the propagation of an incident pulse
with a field envelope Eð0; tÞ and intensity full-width at
half-maximum (FWHM) T0. After traveling a distance z in
the vapor, the field envelope of the pulse is

Eðz; tÞ ¼ F−1fF ½Eð0; tÞ�HðωÞg; ð2Þ

where F represents the Fourier transform and HðωÞ ¼
expðinðωÞω=cÞ is the transfer function of the vapor. The frac-
tional delay and broadening are calculated, respectively, as
f D ¼ tD=T0 and f B ¼ ðT − T0Þ=T0, where tD is the time delay
of the pulse peak and T is the FWHM of the pulse when it exits
the vapor.

3. EXPERIMENTAL DETAILS
In this paper, we carry out two distinct but related experi-
ments in order to fully characterize the optical response of the
rubidium vapor. In the first experiment, we use a monochro-
matic source to directly measure the frequency-dependent
susceptibility of the vapor [see Fig. 1(a)]. We use an external
cavity diode laser (Toptica, DL Pro) to generate continuous-
wave light with a narrow linewidth (<1MHz) that we tune
across the D1 and D2 resonances (from 772 to 796 nm). We
monitor the frequency of the light via a wavemeter with 2MHz
resolution (WS Ultimate Precision, High Finesse). In order to
modulate the amplitude of the optical signal, we couple the
light into a Mach–Zehnder modulator (MZM) via a free-space-
to-fiber port, and we operate the MZM in the linear regime. We
note that the MZM introduces dispersion, but we explicitly ac-
count for this in our analysis. An RF signal generator (SG, HP
70340A) sinusoidally drives the MZM at frequencies of up to
7GHz (limited by the SG). We then couple the modulated op-
tical signal back to free space where it interacts with a heated
7 cm vapor cell containing natural Rb in a multipass geometry.
After three passes through the cell (L ¼ 21 cm), we couple the
light into an optical fiber, detect the signal, and we record the
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Fig. 1. Schematics of the experimental setups. (a) A weak beam
is modulated by an MZM, passes three times through a heated rubi-
dium vapor cell (Triad Technologies, TT-RB-75-V-Q-CW), and is de-
tected by a fast photoreceiver (New Focus 3051). (b) An ultrashort
pulse passes once through the vapor cell, overlaps with a tunable
reference pulse in a BBO crystal, and the resulting sum-frequency
generated light is recorded.
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resulting waveforms with a high-speed oscilloscope (Tektro-
nix 11801B).

In the second experiment, we inject ultrashort laser pulses
into the vapor and measure the shape and absolute delay of
the outgoing pulses [see Fig. 1(b)]. We use a mode-locked
Ti:sapphire laser (Spectra-Physics, Tsunami) to generate ul-
trashort pulses (∼55 fs) centered between the D1 and D2 re-
sonances, then we split the laser output into a reference and a
signal beam. The reference beam passes through a tunable op-
tical delay line (used to scan the temporal delay between the
signal and reference beam) and chopper, and it is then fo-
cused into a beta barium borate (BBO) crystal. To tailor the
frequency spectrum of the signal beam, we send it to a grating,
use a rectangular mask to remove unwanted frequency com-
ponents, and then we recompress the signal beam by sending
it back to the grating. In this way, we produce nearly Fourier
limited, sinc-shaped pulses with a width between ∼100 fs and
2 ps by adjusting the spatial width of the mask. We then pass
the signal beam through the vapor cell once and focus the
transmitted beam down onto the BBO crystal. When the signal
and reference beams are spatially and temporally overlapped
in the BBO crystal, sum-frequency-generated light is pro-
duced. By varying the relative delay between the signal and
reference beams, we measure the cross-correlation between
the two beams via a photodiode and lock-in amplifier.

To control the temperature of the rubidium vapor, we place
the vapor cell in a cylindrical enclosure with antireflection-
coated windows. We heat the cell using ceramic heaters and
insulate using fiberglass around the body of the cell; we do not
directly heat the vapor cell cold finger. We independently
monitor the temperature at the cold finger and the front and
back faces via K-type thermocouples, and we ensure that the
cold finger is always 20 °C colder than the faces of the cell so
that the rubidium does not condense on the cell walls. This
setup allows us to vary the cold finger temperature between
18 °C and 350 °C. Finally, to account for any temperature-
dependent changes in the index of refraction of the cell or
air in the heated enclosure, we repeat the experiments for
an empty vapor cell. Thus, our measurements depend only
on the optical properties of the rubidium vapor.

4. RESULTS AND DISCUSSION
To validate our model, we begin by comparing the theoreti-
cally predicted and experimentally measured group delays.
Figure 2(a) shows the wavelength dependence of the group
delay across the D1 and D2 transitions (measured via a mono-
chromatic source) for a cell temperature of 280 °C. In agree-
ment with the model, we measure large (∼250ps) and rapidly
varying delays near the resonances and smaller (∼10ps), but
uniform, delays between the resonances. To highlight the uni-
form broadband slow-light region, Fig. 2(b) shows an ex-
panded view of the group delay between 784 and 792 nm.
The group index varies by less than 50% over 6nm and has
a minimum at λc (i.e., the point where GVD ¼ 0).

Next, we compare the experimental results for pulse
propagation through the vapor with the model predictions.
Figure 3 shows the shape of pulses after they have passed
through a 7 cm length of the atomic vapor. The amplitude
is obtained, as described in Section 3, via a cross-correlation
measurement with a temporally short reference beam, and we
scale the results such that a pulse propagating through

vacuum has a peak amplitude of 1 and an arrival of its peak
at a time t ¼ 0. We find excellent agreement between the mod-
el and experimental data for 650 and 250 fs long pulses cen-
tered at 787.5 and 788:4 nm after they have traveled through
the cell heated to 326 °C and 263 °C [see Figs. 3(a) and 3(b),
respectively]. After propagation through the vapor, the pulses
become broader and develop trailing intensity oscillations (we
quantify this distortion below). Because we are working so far
from the atomic resonances, we find that the main contribu-
tion to pulse distortion stems from dispersive effects (i.e., ab-
sorption-induced distortion is negligible), as described in
Appendix A. We also note that our system is nearly lossless;
the decrease in pulse amplitude is a direct result of power re-
distribution rather than loss due to absorption (we calculate
the absorption to be <1%).

We find that our model also describes accurately pulse pro-
pagation for a broad range of temperatures. Figure 4(a) shows
the output pulse shapes for identical incident 650 fs long
pulses traveling through the vapor at various temperatures.
The group delay depends strongly (nearly exponentially) on
the temperature, as shown in Fig. 4(b), which allows us to ea-
sily tune the group delay over almost 10ps in a 7 cm cell.

Knowing the full susceptibility of the vapor gives us com-
plete knowledge of the vapor’s effective transfer function
HðωÞ and allows us to quantify the pulse distortion. While
the distortion tolerances for a system can be highly specific
to the intended application, we take two different approaches
to place our work in context with other studies. First, we cal-
culate the deviation of the rubidium vapor’s transfer function
from an ideal one for a given bandwidth of the incident pulse.
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Fig. 2. (Color online) Experimental (points) and theoretical (solid
lines) values of the wavelength-dependent slow-light delay measured
(a) across the entire region around the D1 and D2 resonances and
(b) in the region of the uniform group index between the resonances.
The gray horizontal bar indicates the 6nm region of minimal group
index variation centered on λc. The data correspond to a monochro-
matic probe beam passing three times through a 7 cm vapor cell at a
temperature of 280 °C. The error is the same for all points and is due to
uncertainties in the vapor temperature measurement.
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The ideal transfer function, which induces no distortions, is
defined as H idealðωÞ ¼ H0 expðiωtpÞ, where H0 is a constant
amplitude and tp is the total propagation time of the pulse.
Using the concept of amplitude and phase distortion (Da

and Dp, respectively) defined in [25], we find that phase dis-
tortion is the limiting quantity for realizing low-distortion de-
lays over large bandwidths (Da < 10−3 for the regime studied
in this paper). We note that this measure of distortion is par-

ticularly relevant to our system because we use pulses with
spectra that are well-approximated by a rectangular function.
By defining a maximum-allowed distortion Dmax, we calculate
the largest achievable fractional delay for a given spectral
bandwidth subject to the constraint that Da, Dp < Dmax

(see Fig. 5). Thus, we find that one can realize f D > 1 over
a bandwidth of several nanometers while incurring negligible
distortion (i.e., Dmax < 0:05).

This metric does an excellent job of quantifying the pulse
distortion, but it is extremely conservative in that the entire
pulse shape is considered. While this may be appropriate
for applications where one needs to maintain the details of
the pulse’s temporal profile (such as for biomedical imaging
using pulse-shaping techniques), many applications are less
sensitive to the exact pulse shape. To quantify pulse distortion
in an alternative manner, we adopt two additional distortion
metrics: the fractional broadening of the pulse and the power
leakage (defined below). Figure 6(a) shows the fractional
broadening as a function of the vapor temperature for a 250 fs
long pulse. We observe f D ¼ 18 for f B ¼ 0:65 (corresponding
to a vapor temperature of 294 °C), in good agreement with our
theoretical predictions. To demonstrate the impact of the
pulse shape and central wavelength, we show theoretical re-
sults for the case where the incident pulse has a rectangular
spectrum centered at λc and 787nm, as well as a Gaussian
spectrum centered at λc. While the fractional broadening of
the sinc pulses generally follows the trend set by the Gaussian
pulse, it is clear that careful selection of pulse shape and cen-
tral wavelength are crucial for minimizing broadening.

To go beyond pulse broadening and quantify the potential
impact of the propagation-induced intensity oscillations, we
compute the power leakage, which is defined as the fraction
of total pulse power extending beyond a temporal window en-
compassing the main part of the pulse. To calculate the power
leakage, we first establish a temporal window to define the
main pulse (this can be thought of as a channel in the context
of information theoretic applications [26]). For our sinc
pulses, we choose the window to be the time between the first
minima surrounding the main pulse peak (before it passes
through the vapor). We then adjust the center of this window
until it contains the largest fraction of transmitted pulse
power; the fraction of total pulse power outside this window
is the leaked power. By using this metric, we gain insight into
how higher order distortion contributes to spreading of the
pulse beyond its initial channel.

Figure 6(b) shows the power leakage for a 250 fs long pulse
with several different spectral profiles. We experimentally
observe a power leakage of 65% for a fractional delay of 18
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at λc and a vapor temperature of 326 °C and a (b) 250 fs long pulse
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Fig. 4. (Color online) (a) Comparison of experimental (solid curve)
and theoretically predicted (dashed curve) results for multiple 650 fs
long pulses at 25 °C, 263 °C, 294 °C, 317 °C, and 326 °C (from left to
right, respectively) centered at λc. (b) Dependence of the experimen-
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Fig. 5. (Color online) Theoretically predicted best achievable frac-
tional delay versus input pulse bandwidth (centered at λc) subject
to the constraint that Da, Dp < 0:05, which corresponds to negligible
distortion (i.e., just noticeable upon visual inspection).
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(corresponding to a vapor temperature of 294 °C). We note
that, for an undistorted sinc pulse, approximately 10% of the
pulse power extends beyond the main pulse. Thus, although
the broadening of the Gaussian and sinc pulses is comparable,
the power leakage for the Gaussian pulse is almost 45% less
than that of the sinc pulse due to the fact that the spectral
bandwidth of the Gaussian pulse is less than that of the
sinc-shaped pulse for identical FWHM temporal pulse widths.
Gaussian pulses therefore appear to be advantageous for lim-
iting cross talk between closely spaced pulses. Furthermore,
the effects of propagation on Gaussian pulses can be deter-
mined analytically, which allows for additional insight into
the mechanisms responsible for distortion.

5. CONCLUSIONS
We measure the group index spectrum of a warm rubidium
vapor in a multipass geometry using a monochromatic laser
source in the vicinity of the D1 and D2 lines as well as the
medium’s pulse response using ultrashort pulses on the order
of several hundred femtoseconds. We demonstrate that calcu-
lations involving a simple, Lorentzian frequency profile for
each of the involved fine states describe well the experimental
results, which allows us to use the model to make further pre-
dictions about the behavior of the system. Also, we show that
we can tune the group delay over a wide range of values by
simply varying the temperature of the vapor cell. While this
method is very simple, it is rather slow. As an alternative ap-
proach, one can apply a separate, strong saturating pulse near
one of the resonance lines to optically pump atoms out of the

ground state and thereby rapidly (approximately hundreds of
nanoseconds) vary the group index [21].

Furthermore, this atomic-vapor-based scheme can be read-
ily converted to a chip-based geometry [27]. By simply increas-
ing the number of passes that the laser beam makes through
the cell, one can either shrink the size of the required vapor
cell to obtain a fixed group delay or increase the total delay for
a fixed cell length. One can also use different atomic species
to obtain slow light centered on different wavelengths. Such a
tunable, broadband slow-light medium could be useful for de-
veloping more sensitive interferometers [28], variable-depth
OCT systems with no moving parts [29], optical precursor
experiments, or for quantum light–matter interfaces [30].

APPENDIX A: ORIGIN OF PULSE
BROADENING
In general, a pulse with a spectrum located between a pair of
resonances will experience broadening due to the combined
effects of dispersion and absorption as it propagates. Depend-
ing on the parameters involved, limiting cases exist in which
this broadening is almost completely determined by either
frequency-dependent absorptive or dispersive effects. For a
pair of Lorentzian absorbing lines, as described in Eq. (1),
and a Gaussian pulse envelope, we analytically evaluate the
relative importance of these two effects. We can separately
calculate the broadening due to absorption and dispersion
if we assume that the pulse is centered at the center of gravity
of the transitions, s1 ¼ s2, and γ1 ¼ γ2 ¼ γ [11,21]. Following
the approach taken by Boyd et al. in [11], we set the pulse
broadening caused by each mechanism equal to a fixed value
(here we choose f B ¼ 1) and calculate the length of the slow-
light medium required to produce that amount of broadening.
We find that

LA

LD

¼ j − 6þ 36ðω21=γÞ2 − 6ðω21=γÞ4j
2γT0½ðω21=γÞ2 þ 1�½6ðω21=γÞ2 − 2� ; ðA1Þ

where LA;D are the required path lengths for the absorptive
and dispersive contributions and ω21 ¼ ðω2 − ω1Þ=2 is half
of the separation between the centers of the resonances. Ab-
sorptive broadening is larger than (smaller than) dispersive
broadening for LA=LD < 1 (LA=LD > 1). In general, the rela-
tive importance of absorption and dispersion depends both
on the pulse width and resonance line separation normalized
by the resonance linewidth. For the case where ω21=γ ≫ 1
(which is the case for the atomic resonances studied in this
paper), Eq. (A1) reduces to LA=LD ∼ 1=2γT0 and depends only
on the pulse width relative to the atomic linewidth. Thus, as
1 ≫ γT0 for all of the experiments reported in this paper, dis-
persion is the dominant broadening mechanism.
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